
 
 
 
 
 
 
 
 
 

TITANIUM DIOXIDE 
 
 

                         INDEX                                        STANDARS                            result 
 
                         Rutile                                           98%min                                 99%                

                         TiO2 Content                              93%min                              94.28% 

                         Brightness                                   94.70min                               2.0 

                         TCS Value                                    1850min                               1920 

                         105°C Volatile(% m/m)            0.5max                                  0.30 

                         PH Value                                     6.0~8.0                                    6.8 

                         Oil Absorption g/100g              21max                                     19 

                         Residue(325mesh)                    0.05%max                             0.01 

                         Resistance rate of water extraction        80Ω m min                            91Ω m 

                          

 
 


